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TF 

TF 120 TF 150 TF 200 TF300 TF350 -

+ -

/ A

/ B l

/ A (cps) 120,000 300,000 350,000 400,000 1,500,000 ASTM D2196

/ B (cps) 120,000 300,000 400,000 600,000 1,500,000 ASTM D2196

1 :1 1 :1 1 :1 1 :1 1 :1 ī

(g/cc) 2.5 2.6 2.7 3.0 3.2 ASTM D792

(Shore 00) 60 50 50 40 40 ASTM D2240

(°C) - 40~ 200 - 40~200 - 40~ 200 - 40~ 200 - 40~ 200 ī

(Kv/mm ) ˆ7.0 ˆ7.0 ˆ7.0 ˆ7.0 ˆ7.0 ASTM D149

( .̂cm) 1013 1013 1013 1013 1013 ASTM D257

(@10MHz) 6.50 6.50 6.80 7.00 7.30 ASTM D150

V-0 V-0 V-0 V-0 V-0 UL 94

(W/m -K) 1.2 1.5 2.0 3.0 3.5 ASTM D5470
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Å : 1.5, 2.0, 3.0, 3.5 W/ m.K
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Ǜ50ml(AB 25ml)

400ml 50ml(AB 200ml)

20 KG (AB 10 KG)

(1) @ 25ūC:1hr.
(2) @ 25ūC:1 hr.
(3) @ 25ūC:12 -16 hrs.
(4) @ 100ūC: 1hr.

6 @ 25ūC Ǎ 50%RHǍ


